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Abstract. An innovative lightweight concrete interlocking block panel was developed to 
improve the lateral resistance of the infilled frame with green construction material.  The 
water treatment sludge obtained from Bang Khen water treatment plants was employed to 
replace the fine aggregate.   The lightweight concrete interlocking block panel was 
strengthened with ferrocement technique and expanded metal sheet.  Three sets of the 
strengthened block panels with various sizes of expanded mental were investigated: 
concrete block panel, interlocking block panel with thin bed adhesive mortar, interlocking 
block panel with thick bed cement mortar.   The concrete with mixed proportion of 
cement, sand, water, foaming agent, and sludge of 1:0.70:0.60:0.006:0.30 by weight was 
suitable for producing the lightweight concrete block according to the Thai Industrial 
Standard.  The compressive strength test of masonry prisms and the diagonal tension 
(shear) test were conducted for the three sets of the strengthened block panels.  The test 
results reveal that the interlocking block was superior to the conventional concrete block 
in terms of strength and ductility capacity due to the effect of interlocking between the 
block.  The shear key with thick bed cement mortar is more effective than the thin bed 
adhesive mortar typically used in the construction of lightweight concrete.   
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1. Introduction  
 
The great earthquake event which occurred in 

Chiang Rai, the Northern part of Thailand on May 5, 
2014 with 6.3 Richter caused an important effect on 
many existing buildings.  Particularly, the brick infilled 
panels were damaged due to the lateral force of the infill-
frame interaction effect.   Typically, the brick infill panels 
are not considered to resist the lateral force in the design 
of buildings.  The compressive strength and the diagonal 
tension strength of the conventional brick panel are 
relatively low, therefore, causing damage to the infilled 
frame.  One of the commonly used techniques of seismic 
strengthening of brick panel is ferrocement with welded 
wire mesh.  S. B. Kadam et al. [1] investigated the shear 
and ductility capacity of 12 sets of brick masonry panel 
strengthened with ferrocement under diagonal 
compession test.  Various types of wire mesh wrapping 
and anchorages were employed to investigate the bond 
strength of weld wire mesh and masonry.  Significant 
enhancement was observed for the shear strength and 
ductility capacity due to the effect of reinforcement ratio 
of ferrocement.  The effects of strengthening brick infill 
panel on the lateral resistance of infilled frame under 
cyclic loading were conducted by A. Leeanansaksiri et al. 
[2].  The brick panel was strengthened with ferrocement 
and expanded metal.  The retrofit frame not only 
enhanced the strength but also the stiffness and the 
energy dissipation capacity.  However, the corner 
compression failure of the wall occurred due to high 
concentration of the applied lateral load.  It was 
recommended to protect against corner crushing of the 
brick panel.  Further research was also conducted to 
remedy this problem by S. Longthong et al. [3].  The 
corner crushing was successfully protected by the 
technique of steel plate attaching at the wall corner.      

To improve the strength of infill panel, interlocking 
concrete block with shear key at the interface of each 
block is an alternative construction material to protect 
against sliding shear failure.  M. Ali et al. [4] investigated 
the shear strength of the interlocking panel mixed with 
coconut fiber under in-plane and out-of-plane 
monotonic loading.  The out-of-plane shear strength was 
25% higher than the in-plane shear.    Z. Tang et al. [5] 
also investigated the shear strength of mortar-free 
interlocking panel with coconut fiber.  The in-plane shear 
strength was slightly increased under dynamic loading.  P. 
Joyklad et al. [6] studied the mechanical properties of 
cement clay interlocking brick with various types of 
mixed proportion.  The cement content was more 
effective than sand and fly ash contents.   The axial 
compression and diagonal compression tests of cement 
clay interlocking brick walls were also investigated by P. 
Joyklad and Q. Hussain [7, 8].  The effects of grouting 
and steel reinforcement enhanced the compressive 
strength, shear strength and ductility capacity of the wall.  
However, the self-weight of concrete block occasionally 
cause difficulty in the construction hence the lightweight 
concrete block becomes more competitive. For example, 

an application of waste marble powder as a lightweight 
aggregate was incorporated into the interlocking block by 
Q. Afzal et al. [9].  The compressive strength was 
satisfied with the code requirement for 10% addition of 
waste.   Therefore, as an alternative, the reuse of the 
waste material for producing the lightweight concrete 
interlocking block with green construction material is a 
promising approach.        

The water treatment sludge is the waste from the 
water treatment process.  The Bang Khen water 
treatment plant has encountered with large quantity of 
sludge of 75-105 tons per day leftover for disposal.  The 
disposal expense of the sludge was over 350,000 USD 
per year.  Therefore, the utilization of sludge not only 
increases the waste value but also reduce the disposal 
cost.  It was reported that the sludge from Bang Khen 
water treatment plant was composed of SiO2, Al2O3, 
Fe2O3, in a proportion of 67%, 23%, 6%, respectively [10, 
11].  The content of organic matter was relatively low.  
The physical properties of sludge can be classified as 
clayey sand with a specific gravity of 2.67-2.68 which can 
be used as fine aggregate for the replacement of sand.  
The effect of sand replacement by the water treatment 
sludge on the compressive strength of concrete has been 
studied by R.K. Gomes et al. [12].  The wet sludge was 
employed as a partial replacement of sand ranging from 0, 
5, 7, 10 percentage by weight of fine aggregate.  The 
compressive strength decreased for the increase of sludge 
content.  Nevertheless, it was reported by Y. Liu et al. [13] 
that the compressive strength could be increased at the 
low sludge content of 5% replacement of sand.    
However, these researches are based on the wet raw 
sludge.  The dry aluminium-based sludge has been used 
as a partial replacement of cement content for the 
pozzolanic addition [14]. The dry-based sludge content 
was varied between 10% and 30% of cement by weight.  
The compressive strength was decreased by 30% and 
45%, respectively.  Similar results were also investigated 
[15-18].  The application of water treatment sludge as the 
lightweight aggregate was employed by sintering process 
to obtain the particle density ranging from 0.65-2.05 
g/cm3 [19].  Both strength and density decreased with 
the increase of w/c ratio.  The alum-based sludge and 
sawdust were also used as lightweight aggregate for 
concrete composite [20, 21].  The density of the product 
increased with the thermal conductivity.  The concrete 
composite can be applied for nonstructural lightweight 
concrete.  

In this study, the water treatment sludge was 
employed as a partial replacement of fine aggregate.  The 
mix proportion of concrete was investigated to 
determine the suitable mixed design for producing the 
lightweight concrete interlocking block.  The laboratory 
tests were conducted to study the compressive strength 
and the diagonal tension (shear) strength of the block 
panel.  The interlocking block was designed with a 
special shear key to enhance the shear strength of the 
block panel.  In addition, the concrete block panels were 
strengthened with ferrocement technique and expanded 
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metal.  The effects of mesh reinforcement on the 
compressive strength and the diagonal tension strength 
were investigated for various sizes of expanded metal.           
 

2. Materials and Method 
 

2.1. Water Treatment Sludge 
 
The sludge was collected from Bang Khen water 

treatment plant and it was naturally sun-dried for two 
days with the residual water content of 7%.  The dried 
sludge was crushed and ground under the Los Angle 
machine to reach the fine aggregate size according to 
ASTM C33/C33M-18 [22].  The appearance of the sun-
dried material and the ground sludge are shown in Fig. 1a 
and Fig. 1b, respectively.  The grain size distribution was 
determined by using sieve analysis, as shown in Fig. 2.   
Both of sludge and sand are consistent with boundary 
region. The fineness modulus and the specific gravity are 
5.39 and 2.68 for the water treatment sludge, respectively.  

  

      
 
       a) Sun-dried sludge                     b) Ground sludge 
 
Fig. 1. Water treatment sludge. 

 
Fig. 2. Grain size distribution of sand and sludge. 
 
2.2. Foaming Agent 
 
     The foaming agent was employed to produce cellular 
lightweight concrete by injecting a surfactant or a 
foaming agent into the cement paste.   The microscopic 
air voids created in the concrete resulting to air-entrained 
concrete.  The volume fraction of the foaming agent and 
the water was 1:30 which was appropriate for the foam 
generator capacity of 25 liters used in this study. 
 

2.3. Expanded Metal 
 

The expanded metal was the standard type 
overlapped diamond shape mesh pattern as shown in Fig. 
3.  Four types of expanded metal mesh were selected:   
No,22,ȮNo.23, XS-31, XS-32 conforming to JIS G3351 

[23] which have the yield strength and the ultimate 
strength of 337 MPa andȮ400 MPa, repectively.  The 
physical properties of the selected expanded metal are 
shown in Table 1.  The specific surface of reinforcement 
(Sr) was defined as the total bonded area of expanded 
metal mesh divided by the volume of ferrocement.    

 

 
 
Fig. 3. Detail of expanded metal. 
 
TableȮ1.ȮȮProperties of expanded metalȮ&JIS G3351-1987'.ȮȮ 
Type  ȮȮȮȮȮȮȮSWȮȮȮȮȮȮȮȮLWȮȮȮȮȮȮȮȮȮ  TȮȮȮȮȮȮȮȮȮȮWȮȮȮȮȮȮȮȮȮ Weight     ȮȮ  ȮSr 
ȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮ&Ȯmm.'ȮȮȮȮ&mm'ȮȮȮȮȮȮȮ&mm'ȮȮȮȮȮ&mm'ȮȮȮȮȮȮȮ&kg/m2'ȮȮȮȮ ȮȮ&1/m'ȮȮȮ 

No.22         8.6       20.0           0,6        0.6         0.69          0.0486ȮȮ 

No.23         12.7        25,4          Ȯ0.6        0,6Ȯ            0.57ȮȮȮȮ         0.0338 

XS-31         15.0       Ȯ32.0           1.2      Ȯ 1,2ȮȮȮȮȮȮȮȮȮȮ1.51          0.0565 

XS-32         15.0       Ȯ32.0           1.5ȮȮȮȮȮ ȮȮȮ1.5         2.35ȮȮȮȮȮ       0.0707 

2.4. Mix ed Design of Concrete  
 

The concrete composite was composed of portland 
cement type 1, sand, water treatment sludge, water, and 
foaming agent.  The mixed proportion of these materials 
was determined for the appropriate admixture to meet 
the requirements of lightweight concrete block according 
to TIS 2601 [24].  The arrangement of laboratory test is 
presented in Table 2.  The cement content was specified 
as a fixed value.  The sand content was partially replaced 
by the sludge with the proportion of 0 ð 60% of the fine 
aggregate by weight.   The water content and the foam 
content were varied between 0.2-0.75 and 0.005-0.009 by 
weight of cement, respectively.  The compressive 
strength, the density, and the absorption of the 5×5×5 
cm mortar specimens were tested according to ASTM 
C109-02 [25] and ASTM C642-97 [26], respectively.Ȯ In 
the first trial mix, it was to determine the optimum 
sludge and sand content. The obtained result from the 
mix no.1 was employed in the determination of water 
content (mix no.2).  In the second trial mix, it was to 
determine the optimum water content.  The result was 
applied in the determination of foam content (mix no. 3) 
leading to the final mix proportion.  
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2.5. Concrete Block Prisms Test 
 

Three sets of concrete block prisms were prepared as 
follows: a) concrete block prisms (CB-P) which are the 
standard concrete block typically used in the construction 
industry (Fig. 4a).  This concrete block has the dimension 
and density which is similar to the interlocking block, 
therefore, it was chosen for comparison, b) the 
interlocking concrete block prisms prepared with thin 
bed adhesive mortar (IB1-P) commonly used in the 
construction of lightweight concrete block, and c) the 
interlocking concrete block prisms with thick bed cement 
mortar (IB2-P).  The interlocking block was designed 
with 20 mm. corrugated shear keys at the upper and the 
lower surfaces (Fig. 4b).  The 25 mm diameter hole at the 
center of block is provided for interlocking by cement 
grouting.           

Details of the control specimens of the concrete 
block prisms (CB-P-CT), the interlocking block with thin 
bed adhesive mortar (IB1-P-CT), and interlocking block 
with thick bed cement mortar (IB2-P-CT) are presented 
in Fig. 5a, 5b, 5c, respectively.  The bed mortar of CB-P-
CT and IB2-P-CT was 25 mm thick cement mortar with 
cement and sand ratio of 1:2 by weight.  For IB1-P-CT, 
the adhesive mortar with 3 mm thick was applied to 
bond each concrete block.  The adhesive mortar was a 
dry bedding process which possessed high water 
retention without sprinkle water on the block.  All 
specimens were plastered with 12 mm thick cement 
mortar for surface finishing.     
 

Table 2. Mix proportions of lightweight composites. 

Mix   no.                      Mixed Proportion Ȯ(by weight) 

 Cement   Sand   Water   Foam  Sludge 

1. Determination of      1.0      1.0      0.4       0.005       0 
   sludge content                      0.9                               0.1 
                        0.8                               0.2 

                                                0.7                               0.3 
                                                0.6                               0.4 
                                                0.5                               0.5 
                                                0.4                               0.6 
 2,ȮDetermination of     1.0       0.7      0.20    0.005      0.3 

   water content  0.25 
                                                           0.30 
                                                           0.35 

                                                           0.40 
                                                           0.45   
                                                           0.50 
                                                           0.60 
                                                           0.65 
                                                           0.70 
                                                           0.75 
3,ȮDetermination of     1.0       0.7      0.60    0.005      0.3 

   foam content                                            0.006      
   0.007 
   0.008 
                                                                    0.009 
  4,ȮFinal mix design     1.0       0.7      0.60    0.006      0.3 

    

 
a) Concrete block 

 
b) Interlocking Concrete Block 

 
Fig. 4. Details of concrete blocks.  
 

 
a) CB-P-CT      b) IB1-P-CT (thin bed adhesive mortar) 

 
c) IB2-P-CT (thick bed cement mortar) 

 
Fig. 5. Details of concrete block prisms. 

 
  For the strengthened specimens, the three sets of 

concrete blocks were strengthened by using the 
expanded metal mesh No,22,ȮNo.23, XS-31, XS-32.  The 

chicken wire meshes: the 0.71 mm diameter square mesh 
(SM) and the 0.50 mm diameter hexagonal mesh (HM) 
were also applied for comparison. The chicken meshes 
are made of galvanized iron with a tensile strength of 260 
Mpa.  These were attached at both sides of the 
specimens connected with 6 mm diameter screw.  All 
specimens were finished by plastering with 12 mm thick 
cement mortar. The strengthened prisms of the concrete 
block (CB-P-S), the interlocking block with thin bed 
adhesive mortar (IB1-P-S), and interlocking block with 
thick bed cement mortar (IB2-P-S) are presented in Fig. 
6a, 6b, 6c, respectively.    The designated symbol S stands 
for the strengthened specimen, and it was later replaced 
by 22, 23, 31, 32, 33, SM, HM corresponding to the 
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expanded metal and the wire mesh types.  For each set of 
concrete blocks, the total 21 specimens were prepared 
for the 7 prism types with 3 specimens for each type.  
The concrete prisms were tested for 28 days strength 
according to ASTM C1314-07 [27] (Fig. 6d).  In this 
study, the correction factor of 1.15 was considered for 
the corresponding height and thickness ratio as 
recommended by the ASTM C1314-07 [27]. 

 

 
a) CB-P-S                                  b) IB1-P-S 

      
c) IB2-P-S                                                 d) Prism test 
 
Fig. 6. Details of strengthened concrete block prisms. 
 
2.6. Diagonal Tension Test  

   
Three sets of concrete block panels were prepared 

for diagonal tension testing as follows: a) concrete block 
panels (CB-DT), b) the interlocking concrete block 
panels with thin bed adhesive mortar (IB1-DT), and c) 
the interlocking concrete block panels with thick bed 
cement mortar (IB2-DT).  The block panels were 
prepared for 600×600 mm square.  The holes were filled 
with the cement mortar with the cement and sand ratio 
of 1:2.  

The strengthened panels were prepared similar to 
those of the prism test. The control (CT) and the 
strengthened panels (S) for CB, IB1, IB2 are presented in 
Fig. 7a-7b, 7c-7d, 7e-7f, respectively. Three sets of block 
panels were strengthened by using the expanded metal 
mesh No,22,ȮNo.23, XS-31, XS-32, and the wire mesh 

SM, HM.  For each set of block panels, the total 21 
specimens were prepared for the 7 panel types with 3 
specimens for each type.  The block panels were tested 
for 28 days diagonal tension strength according to ASTM 
E519-02 [28] (Fig. 8).  The LVDT instruments were 

installed in the vertical and horizontal directions to 
measure the displacement of the specimen under loading. 
 

 
a) CB-DT-CT                           b) CB-DT-S 

 
c) IB1-DT-CT                          d) IB1-DT-S 

 
e) IB2-DT-CT                           f) IB2-DT-S 

 
Fig. 7. Concrete blocks for Diagonal Tension Test. 

 
 

Fig. 8. Diagonal Tension Test. 
 

3. Experimental Results 
 
3.1. Concrete Mixed Proportion 

 
The first trial mix design was to determine the 

suitable sludge content for the variation of sludge and 
fine aggregate ratio.  The results of compressive strength 
including density and the water absorption versus the 
sludge content for 7 days curing are presented in Fig. 9a, 
9b, respectively.  
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a'ȮStrength and density 

 
b' Water absorption 

 
Fig. 9.ȮCompressive strength, density and the water 
absorption versus the sludge content. 
 

It was found that the compressive strength and 
density were increased with the addition of sludge 
content up to 30%.  The beneficial effect of additional 
sludge content on the compressive strength was due to 
the balancing of water content of the cement hydration 
owing to the water absorption of sludge.  The water 
treatment sludge possess high water absorption 
characteristic which could absorbȮthe excessive waterȮto 
reach the optimum hydration of cement paste.  However, 
the over demand of sludge content caused large amount 
of water absorption resulting to the lack of water for 
cement hydration, and hence adverse effect on the 
compressive strength.  The effect of additional sludge 
content on the density was conforming to the balancing 
of water content of the cement hydration.  The absorbed 
water at the less sludge content caused more cement 
hydration, and it contributed to more dense cement paste 
up to the optimum hydration.  The oversupply sludge 
content led to the porous cement paste, and hence less 
dense cement paste.     Eventually, the optimum sludge 
content of 30% provided the compressive strength of 
12.98 Mpa, the density of 1.63 Ton/m3 and the water 
absorption of 15.92% conforming to the lightweight 
concrete class C16 according to TIS 2601-13 [24].   

   The second mix design was to determine the 
suitable water content by applying the optimum sludge 

content of 30% in the mix proportion.  The results of 
compressive strength including density and the water 
absorption versus the water content obtained from 12 
sets of mortar specimens for 7 days curing are presented 
in Fig. 10a, 10b, respectively.  

  The compressive strength was steadily increased 
with the addition of water content due to the presence of 
water treatment sludge that required additional water for 
the hydrated reaction.  The cement hydration continued 
with the increase of w/c ratio. Meanwhile, the cement 
paste gained more strength and density up to the 
optimum water content.  The oversupply water made the 
more porous cement paste resulting to the adverse effect 
of compressive strength and the less density.  The 
optimum water content was required up to 60% of 
cement by weight that provided the compressive strength 
of 15.22 MPa and the density of 1.65 T/m3, and the 
water absorption of 19.55%. The obtained results are 
conforming to the lightweight concrete class C16 
according to TIS 2601-13 [24].   

The third mix design was to determine the suitable 
foaming agent content by applying the optimum sludge 
content of 30% and water content of 60% in the mix 
proportion.  The results of compressive strength 
including density and the water absorption versus the 
foam content obtained from 5 sets of mortar specimens 
for 7 days curing are presented in Fig. 11a, 11b, 
respectively. 

The compressive strength and density were 
continuously decreased with the addition of foaming 
agent content due to the increase of microscopic air 
voids causing more air-entrained concrete.   

The foam content of 0.6% was selected as the 
optimum consistency of mixture that provided the 
compressive strength of 15.40 MPa and the density of 
1.65 T/m3, and the water absorption of 17.92%. The 
obtained results are conforming to the lightweight 
concrete class C16 according to TIS 2601-13 [24].   

Therefore, the appropriate mix proportion was 
considered as the final mix presented in Table 2.  The 
final mix proportion was verified by testing the 
150×150×150 mmȮcement mortar for compressive 
strength, density and water absorption.  The interlocking 
concrete block with the final mix proportion was also 
tested for the compressive strength according to TIS 
109-74 [29].  The test results of 28 days curing are 
presented in Table 3.  The test results of cement mortar 
are conforming to the lightweight concrete class C16 
according to TIS 2601-13 [24]. In addition, the 
compressive strength of the interlocking concrete block 
is higher than the specified strength of 2.0 Mpa for non-
load-bearing concrete block according to TIS 58-87 [30] 
and it is also higher than the compressive strength of 
ordinary concrete block (2.34 MPa). While the density 
(1,700 kg/m3) of the ordinary concrete block is 
comparable to the interlocking concrete block.     
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a'ȮStrength and density 

 
b'ȮWater absorption 

 
Fig. 10.ȮCompressive strength, density and the water 
absorption versus the water content.  
  

 
a'ȮStrength and density 

 
b'ȮWater absorption 

 
Fig. 11.ȮCompressive strength, density and the water 
absorption versus the foam content. 

 

 
3.2. Results of Concrete Block Prisms  
 

The failure mechanism of the three sets of concrete 
block prisms: concrete block (CB), interlocking block 
(IB1), and interlocking block (IB2) are presented in 
Fig.12a-12g, Fig.13a-13g, and Fig.14a-14g, respectively.   
The failure modes indicated by the arrows with 
abbreviations as shown in these figures are summarized 
in Table 4. The concrete block (CB) prisms were failed 
under bilateral tension causing the vertical spalling cracks 
at both surfaces of the specimens which are face shell 
separation mode for all specimens.  The failure 
mechanism was due to the internal stress in concrete 
block under prism test illustrated in Fig. 15a.  When the 
prism was subjected to the vertical compressive stress, 
the concrete block was expanded in the lateral direction 
more than the bed mortar.  Since the compressive 
strength of concrete block was lower than that of the bed 
mortar, and hence the lower elastic modulus, this created 
the bilateral tension in the concrete block.  Meanwhile, 
the bed mortar was confined with the concrete block, 
resulting to the tri-axial compression within bed mortar.  
The stress equilibrium in the lateral direction created the 
bilateral tension in the concrete block causing the 
spalling crack at both sides of prism.  For the 
strengthened specimens with the expanded metal mesh 
(CB-P-22, CB-P-23, CB-P-31, CB-P-32) including the 
specimens with wire mesh (CB-P-SM, CB-P-HM), the 
effect of reinforcement enhanced the tensile strength of 
concrete prisms resulting to the increase of compressive 
strength of the prisms.  It can be observed that the 
plastered cement mortar of the prism strengthened with 
hexagonal wire mesh (CB-P-HM) was slipped off due to 

Table 3. Properties of cement mortar and interlocking 
block. 

Specimens 
Strength 

(Mpa) 
Density 
(kg/m3) 

Absorption 
(%) 

Cement mortar 16.4 1640 16.87 
Interlocking block 5.0 1600      16.82 
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insufficient bond strength between the wire mesh and 
the concrete panel.  The debonding was caused by the 
insufficient embedded length of the screw penetrated in 
the hollow concrete block.            

For the mechanism of interlocking block, the 
internal stress under prism test is presented in Fig. 15b.  
The bilateral stress created shear stress along the 
interface between the bed mortar and the shear key.  The 
longitudinal shear strength (x-axis) is greater than that of 
the transverse direction (y-axis) due to the corrugated 
interlocking shear key.   The control specimen of the 
interlocking block with thin bed adhesive mortar (IB1-P-
CT) was failed under lateral buckling in the weaker plane 
resulting in tension break failure mode observed by the 
horizontal crack of bed mortar between each interlocking 
block.  This indicated that adhesive mortar typically used 
in the construction of lightweight concrete block 
provided insufficient bond strength between interlocking 
block.  However, the strengthened specimens with 
expanded metal mesh (IB1-P-22, IB1-P-23, IB1-P-31, 
IB1-P-32) including the specimens with wire mesh (IB1-
P-SM, IB1-P-HM) protected against lateral buckling in 
the weaker plane without tension break failure, the lateral 
strength was enhanced, therefore, the failure mechanism 
of all strengthened specimens was changed to face shell 
separation mode.    

 

Ȯ 
a)  CB-P-CT (Side)           (Front) 

  
b)  CB-P-22 (Side)            (Front) 

  
c) CB-P-23 (Side)            (Front) 

 

d) CB-P-31(Side)            (Front) 

  
e) CB-P-32Ȯ(Side)            (Front) 

    
f) CB-P-SMȮ(Side)            (Front) 

  
g) CB-P-HMȮ(Side)            (Front) 
 
Fig. 12.ȮFailure of Concrete Block, CB (Prism test). 
 

The control specimen of the interlocking block with 
thick bed cement mortar (IB2-P-CT) was failed under 
shear break failure mode observed by the diagonal crack 
of the end section of the interlocking block.  The 
horizontal crack passed through the interlocking block 
without any crack at the bed mortar.  This indicated that 
the thick bed cement mortar was superior to the thin bed 
adhesive mortar typically used in the construction of 
lightweight concrete.  In contrast, the strengthened 
specimens with expanded metal mesh (IB2-P-22, IB2-P-
23, IB2-P-31, IB2-P-32) including the specimens with 
wire mesh (IB2-P-SM, IB2-P-HM) protected against the 
shear break failure, and the failure mechanism of all 
strengthened specimens was face shell separation mode.   

The stress-strain relationship of the three sets of 
concrete block prisms are presented in Fig. 16.  It is 
obvious that the compressive strength values of all types 
of the strengthened specimens are greater than that of 
the control specimen.  Among the strengthened 
specimens, the expanded metal meshes provided the 
greater compressive strength than those of the wire 
meshes (SM and HM) due to the superior bonding 
between the mesh and the block prisms.  The expanded 
metal meshes are divided into 2 groups: a) small meshes, 
i.e, No.22 and No.23, b) large meshes, i.e, XS31, XS32.   
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a) IB1-P-CT  b) IB1-P-22 

 
c) IB1-P-23   d) IB1-P-31        

 
e) IB1-P-32        f) IB1-P-SM  

  
g) IB1-P-HM 
Fig. 13.ȮFailure of interlocking block IB1 (Prism test). 

 

   
a) IB2-P-CT                     b) IB2-P-22  

  
c) IB2-P-23                         d) IB2-P-31 

   
e) IB2-P-32                        f) IB2-P-SM 

   
g) IB2-P-HM 
Fig. 14.ȮFailure of interlocking block IB2 (Prism test).  
 
Table 4. Failure modes of prism tests. 

SpecimensȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮ     Failure modesȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮȮ 
CB-P-CT                                             Face shell separation (fss) 

IB1-P-CT                                          Tension break (ts) 

IB2-P-CT                                             Shear break (sb) 

CB-P-22, IB1-P-22, IB2-P-22                 Face shell separation (fss) 

CB-P-23, IB1-P-23, IB2-P23                 Face shell separation (fss) 

CB-P-31, IB1-P-31, IB2-P-31                  Face shell separation (fss) 

CB-P-32, IB1-P-32, IB2-P-32                 Face shell separation (fss) 

CB-P-SM, IB1-P-SM, IB2-P-SM           Face shell separation (fss) 

CB-P-HM, IB1-P-HM, IB2-P-HMȮȮȮȮ  Face shell separation (fss)  

 

 

 
a) Concrete block 

 

 
 
b) Interlocking block            
 
Fig. 15.ȮStress in concrete block under prism test. 
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For the small meshes, the expanded metal No. 22 
provided higher strength than that of No. 23 due to the 
greater value of the specific surface of reinforcement of 
No. 22 (Sr = 0.0486 m-1) when compared with that of 
No.23 (Sr = 0.0338 m-1), as presented in Table 1.  The 
high value of Sr enhanced the bond strength between the 
mesh and the block panel resulting to the high 
compressive strength of prism.  For the case of large 
meshes, the compressive strength of XS31, XS32 
specimens are lower than the small meshes.  Although 
the Sr values of large meshes are greater than the small 
mesh, the large meshes possess thicker and larger mesh 
sizes, and hence the large meshed are stiffer than the 
small meshes.   The lathȮplane did not uniformly attach 
with the block surface, as a result, debonding occurred 
under loading.  The large meshes could not achieve their 
load carrying capacity corresponding to their mesh sizes.  
Additional investigation is required for further study to 
improve the efficiency of expanded metal mesh such as 
the strengthening with the addition of tightened bolts.  

The comparison among the three sets of the prism 
tests revealed that the compressive strength of thin bed 
adhesive mortar interlocking block prisms (IB1-P) are 
higher than the concrete block (CB-P) for both control 
specimen and strengthened specimens.  The effect of 
shear key for interlocking block enhanced the bond 
strength between each concrete block when compared to 
the conventional block.  In addition, the thick bed 
cement mortar interlocking block prisms (IB2-P) is 
superior to the thin bed adhesive mortar interlocking 
block prisms (IB1-P).  The compressive strength of IB2-
P was significantly enhanced due to the high adhesive 
strength of cement mortar with thick bed improved the 
bond strength transmitted by the shear key between each 
interlocking block. 

The strength and ductility capacity of concrete block 
prisms CB, IB1, IB2 are considered from the stress-stain 
relationships.  The strength and strain corresponding to 
the yiled and the maximum points were determined 
based on the method presented by P. Panyakapo [31].  
The results of CB-P, IB1-P, IB2-P are shown in Table 5, 
6, 7, respectively.  For the concrete block, the 

strengthened specimens with expanded metal (CB-P-22, 

CB-P-23, CB-P-31, CB-P-32) provided the load capacity 

1.56, 1.47, 1.36, 1.33 times that of the control specimen, 
respectively.  Similarly, the ductility capacity was 4.90, 
3.91, 2.51, 2.47 times that of the control specimen.   

For the thin bed adhesive mortar interlocking block 
prisms (IB1-P), the strengthened specimens with 

expanded metal (IB1-P-22, IB1-P-23, IB1-P-31, IB1-P-32) 

provided the load capacity 1.77, 1.54, 1.36, 1.28 times 
that of the control specimen, respectively.  Similarly, the 
ductility capacity was 4.21, 3.29, 3.14, 2.97 times that of 
the control specimen. 

For the thick bed cement mortar interlocking block 
prisms (IB2-P), the strengthened specimens with 

expanded metal (IB2-P-22, IB2-P-23, IB2-P-31, IB2-P-32) 

enhanced the load capacity up to 2.00, 1.73, 1.43, 1.42 

times that of the control specimen, respectively.  
Similarly, the ductility capacity was significantly increased 
by 6.48, 5.71, 4.55, 3.91 times that of the control 
specimen.  It was noticed that the strength and ductility 
of specimens with expanded metal are greater than that 
of the wire meshed (SM, HM) for all types of concrete 
blocks.  The effects of mesh type with overlapped 
diamond shape of the expanded metal contributed the 
strength and ductility that is superior to the conventional 
wire mesh.       
 

 
a) Concrete block (CB-P) 

 
b) Interlocking block (IB1-P) 

 
c) Interlocking block (IB2-P) 

 
Fig. 16. Stress-strain relationship of concrete block 
prisms.  
 


